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Kyle Sullivan

From: Alan Iantosca <aiantosca@fiberight.com>

Sent: Tuesday, February 23, 2016 12:51 PM

To: Kyle Sullivan

Cc: 'Alan Iantosca'

Subject: FW: conversions

FYI.  Please see metals in fuel below. 

 

Alan P Iantosca | VP Engineering and Projects 

Fiberight LLC | PO Box 21171 Catonsville, MD 21228 

Phone: (908) 656-4485 | Email : aiantosca@fiberight.com 

 

 
The information transmitted via this e-mail is intended only for the person 
or entity to which it is addressed and may contain confidential and/or 
privileged material.  Any review, retransmission, dissemination or other 
use of, or taking of any action in reliance upon this information by 
persons or entities other than the intended recipient is prohibited. If you 
received this in error, please contact the sender and delete the material 
from any computer. 
 

 

-----Original Message----- 

From: lewis@technicallabschatt.com [mailto:lewis@technicallabschatt.com]  

Sent: Tuesday, February 23, 2016 12:19 PM 

To: Alan Iantosca 

Subject: Fwd: conversions 

 

 

 

----- Forwarded Message ----- 

From: lewis@technicallabschatt.com 

To: alantosca@fiberight.com 

Cc: jimalwin@sbcglobal.net 

Sent: Tuesday, February 23, 2016 12:15:08 PM 

Subject: conversions 

 

The conversion from ppm of ash to ppm dry basis is:       

          

     C= __AD____ 

         100 

 

C= ppm dry basis 

A= ppm of ash 

B= %dry ash 

 

antimony  0.02 ppm dry basis of original material 

arsenic  <0.02  

beryllium 0.02 

cadmium  <0.02  

chromium  0.08 

lead      1.6 

manganese 0.16 
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mercury   0.31 

nickel    0.23 

selenium <0.02 

fluoride  6.0 
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Client: Fiberight

853 Industrial Park Dr.

Lawrenceville, VA  23868

Attn: Patrick Emerson

Project: 16 0408 - Fiberight Date Received:

Moisture,

Total

wt%
As Received

wt%

Moist. Free

wt%

As Received

wt%

Moist. Free

wt%

As Received

wt%

Moist. Free

wt%

cellulose briquettes 11/30/15 n/a T1600588-001 5.76 62.93 66.78 14.95 15.87 16.36 17.36

Sample Date & 

Time

4/15/16

Certificate of Analysis

Volatile Matter Ash

Lab #:

Fixed Carbon

Sample ID: D7582 Proximate by Automated TGA System

ADDRESS 3860 S. Palo Verde Road, Suite 302, Tucson, AZ 85714

PHONE +1 520 573 1061 

FAX +1 520 573 1063 Rpt-T1600588 Fiberight Emerson,

 5/25/2016
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Client: Fiberight

853 Industrial Park Dr.

Lawrenceville, VA  23868

Attn: Patrick Emerson

Project: 16 0408 - Fiberight Date Received:

Carbon Hydrogen Nitrogen Oxygen Sulfur Chlorine Mercury

Calculated D4239 5050/9056 D6722

Moist. Free

wt%

Moist. Free

wt%

Moist. Free

wt%

Moist. Free

wt%

Moist. Free

wt%

Moist. Free 

mg/kg

Moist. Free 

ppb

cellulose briquettes 11/30/15 n/a T1600588-001 46.10 4.99 1.54 29.71 0.287 1,190 767

Sample Date & 

Time:

4/15/16

Certificate of Analysis

Sample ID: Lab #: D5373

ADDRESS 3860 S. Palo Verde Road, Suite 302, Tucson, AZ 85714

PHONE +1 520 573 1061 

FAX +1 520 573 1063 Rpt-T1600588 Fiberight Emerson,

 5/25/2016
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Client: Fiberight

853 Industrial Park Dr.

Lawrenceville, VA  23868

Attn: Patrick Emerson

Project: 16 0408 - Fiberight Date Received:

As Received 

BTU/lb

Moist. Free 

BTU/lb

cellulose briquettes 11/30/15 n/a T1600588-001 7,574 8,037

Note:

Sample was air dried then ground to < 1 mm prior to analysis. 

4/15/16

Certificate of Analysis

Sample ID:
Sample Date & 

Time:
Lab#:

Heating Value

D5865

ADDRESS 3860 S. Palo Verde Road, Suite 302, Tucson, AZ 85714

PHONE +1 520 573 1061 

FAX +1 520 573 1063 Rpt-T1600588 Fiberight Emerson,

 5/25/2016
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Client:

04/15/16 11:03

T1600588

Date Received:
Date Collected:

Service Request:

Biosolids Solids
16 0408 - Fiberight
Fiberight

Sample Matrix:
Project: 11/30/15 00:00

Inorganic Parameters

Basis: As Received

Analysis MethodAnalyte Name QDate AnalyzedDil.MRLResult Units

Sample Name: cellulose briquettes
Lab Code: T1600588-001

Solids, Total 05/31/1610.1096160.3 Modified Percent

Analytical Report

ALS Group USA, Corp. 
dba ALS Environmental

Printed  6/1/2016 11:11:27 AM 16-0000372976 rev 00Superset Reference:
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Client:

04/15/16 11:03

T1600588

Date Received:
Date Collected:

Service Request:

Biosolids Solids
16 0408 - Fiberight
Fiberight

Sample Matrix:
Project: 11/30/15 00:00

Inorganic Parameters

Basis: Dry

Analysis 
MethodAnalyte Name QDate Analyzed Date ExtractedDil.MRLResult Units

Sample Name: cellulose briquettes
Lab Code: T1600588-001

Antimony, Total 04/22/16 21:11 04/21/1611.114.26010B mg/Kg
Arsenic, Total 04/21/16 22:35 04/21/1611.13.56010B mg/Kg
Beryllium, Total 04/21/16 22:35 04/21/1610.43  UND6010B mg/Kg
Cadmium, Total 04/22/16 21:11 04/21/1610.545.836010B mg/Kg
Chromium, Total 04/21/16 22:35 04/21/1611.175.86010B mg/Kg
Cobalt, Total 04/22/16 21:11 04/21/1611.18.76010B mg/Kg
Lead, Total 04/21/16 22:35 04/21/1611.110906010B mg/Kg
Manganese, Total 04/21/16 22:35 04/21/1611.12146010B mg/Kg
Nickel, Total 04/21/16 22:35 04/21/1611.173.86010B mg/Kg
Selenium, Total 04/21/16 22:35 04/21/1611.1  UND6010B mg/Kg

Analytical Report

ALS Group USA, Corp. 
dba ALS Environmental

Printed  6/1/2016 11:11:28 AM 16-0000372976 rev 00Superset Reference:

Page 2 of 3



Client:

NA

T1600588

Date Received:
Date Collected:

Service Request:

Biosolids Solids
16 0408 - Fiberight
Fiberight

Sample Matrix:
Project: NA

Inorganic Parameters

Basis: Dry

Analysis 
MethodAnalyte Name QDate Analyzed Date ExtractedDil.MRLResult Units

Sample Name: Method Blank
Lab Code: T1600588-MB

Antimony, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Arsenic, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Beryllium, Total 04/21/16 20:53 04/21/1610.20  UND6010B mg/Kg
Cadmium, Total 04/22/16 20:14 04/21/1610.25  UND6010B mg/Kg
Chromium, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Cobalt, Total 04/22/16 20:14 04/21/1610.50  UND6010B mg/Kg
Lead, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Manganese, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Nickel, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg
Selenium, Total 04/21/16 20:54 04/21/1610.50  UND6010B mg/Kg

Analytical Report

ALS Group USA, Corp. 
dba ALS Environmental

Printed  6/1/2016 11:11:28 AM 16-0000372976 rev 00Superset Reference:

Page 3 of 3


